
Product Certification
Product 002Plant 74-0051SG Type Fine Aggregate

Specification 2NS SpecWilson Pit 2NS

Period 04/12/2026 - 04/16/2026

Average

FM
#100#50#30#16#8#43/8"

SD

USL

2.719.029.051.464.979.495.5100.0

0.060.51.11.41.41.10.40.0

1030557595100

01020356595100

8

Tests Gradation

LSL

Physical Properties
Name Procedure Result Specification Lab Date

4.61Total Moisture % Wilson Pit 04/16/2026

1.3Wash Loss (#200/75um) % 0-3 Wilson Pit 04/16/2026

1.3Wash Loss (#200/75um) % 0-3 Wilson Pit 04/16/2026

StonemontQC

Name Denny Kotevski

Title Quality Manager

04/16/2026


